
Skip to main content Skip to primary navigation

 Menu

Home Home
About this portal
Latest updates

  

Print  Save Email
Resource detail
Citations

AS 1012.10-1985 Methods of testing concrete - Method 10: Method for the
determination of indirect tensile strength of concrete cylinders ('Brazil' or
splitting test)

View on Information Provider website {{ linkText }}

Abbreviation
AS 1012.10-1985

Amendment
AS 1012.10-1985/Amdt 1-1987

Valid from
04/11/1985

Information provider
SAI Global

Author
Standards Australia

Information type
Australian Standard

Format
PDF, Hard copy

Cited By
This resource is cited by 1 document (show Citations)

Description

This Standard sets out a method for determining the indirect tensile strength of standard concrete cylinders, prepared in
accordance with AS 1012, Method 8.

Note: Tests of cores are excluded, as these are covered by AS 1012, Method 14.
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