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Description

This standard sets out a method for the determination of the width of pieces of fabric or specimens from pieces of fabric which
can be conditioned and measured conveniently in a laboratory equipped with a means of providing and maintaining a standard
atmosphere for testing.

For assistance with locating previous versions, please contact the information provider.
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