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Description

This Standard sets out methods of sampling mortar and mortar materials, and their subsequent reduction to a quantity suitable for
testing in the laboratory.

Scope

This standard sets out methods of sampling mortar and mortar materials, and their subsequent reduction to a quantity suitable for
testing in the laboratory. It also includes directions for packaging and labelling of the samples. Reference is made to the more
complex problems of sampling hardened mortar on which it is considered no mandatory requirements can be laid down.
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