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Description

This Standard sets out the method for determining the resistance of roof tiles to salt attack. It also includes information helpful for
judging the resistance to salt attack, particularly when there are inadequate records of the behaviour of the product when
exposed to actual weathering conditions.

For assistance with locating previous versions, please contact the information provider.
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