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Description

This Standard describes the method for determining the thickness, length, width, squareness, edge straightness and flatness of
veneer and plywood sheets, and applies to whole flat sheets.

For assistance with locating previous versions, please contact the information provider.

Notes/comments

This Standard is superseded by AS/NZS 2098.4:2006
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