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Description

This Standard specifies requirements for polyethylene compounds (PE 80 and PE 100) suitable for manufacturing polyethylene
pipes and fittings for pressure applications. Minimum requirements are given for materials, additives and long-term pressure
performance. Methods of demonstrating compliance with this Standard are given in Appendix A.
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