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Description

This specification covers plate, sheet, and strip of nickel-molybdenum alloys (UNS N10001, N10665, N10675, N10629, and
N10624), for use in general corrosive service.

The following products are covered under this specification:

e Sheet and Strip—Hot or cold rolled, solution annealed, and descaled unless solution anneal is performed in an
atmosphere yielding a bright finish.
e Plate—Hot or cold rolled, solution annealed, and descaled.

For assistance with locating previous versions, please contact the information provider.

Notes/comments

ASME/ANSI B16.5-1988 cites ASTM B333-86, which is not currently available online. We have provided you with a link to this
more recent version for your information only.
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