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Description

These test methods cover tests for evaluating concrete joint sealers of the hot poured elastic type.

For assistance with locating previous versions, please contact the information provider.

Notes/comments

TT-S-00230C cites ASTM D1191, the prior to 1970 version, which is not currently available online. We have provided you with a
link to this more recent version for your information only. 

View on Information Provider website {{ linkText }}

For assistance with locating previous versions, please contact the information provider.

TT-S-00230C cites ASTM D1191, the prior to 1970 version, which is not currently available online. We have provided you with a
link to this more recent version for your information only. 

This resource is cited by:

ASTM D1191-76 Test Methods for concrete joint sealers

http://mbie18.cwp.govt.nz/home/resources/astm-d1191-76/downloadpdf#main-content-container
http://mbie18.cwp.govt.nz/home/resources/astm-d1191-76/downloadpdf#main-navigation
http://mbie18.cwp.govt.nz/
http://mbie18.cwp.govt.nz/
http://mbie18.cwp.govt.nz/about-this-portal/
http://mbie18.cwp.govt.nz/latest-updates/
https://www.mbie.govt.nz
https://www.building.govt.nz
https://www.standards.govt.nz/
https://www.branz.co.nz/
http://mbie18.cwp.govt.nz/home/resources/astm-d1191-76/downloadpdf
http://mbie18.cwp.govt.nz/home/resources/astm-d1191-76/downloadpdf#resource-detail
http://mbie18.cwp.govt.nz/home/resources/astm-d1191-76/downloadpdf#resource-citations
https://global.ihs.com/doc_detail.cfm?&item_s_key=00015502&item_key_date=231231&input_doc_number=ASTM%20D1191&input_doc_title=&origin=HISC#product-details-list
https://global.ihs.com/doc_detail.cfm?&item_s_key=00015502&item_key_date=231231&input_doc_number=ASTM%20D1191&input_doc_title=&origin=HISC#product-details-list


This document is CITED BY:
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ASTM D1191-76 is cited by Federal Specification Standard TT-S-00230C Elastomeric type, cold applied single
component for caulking, sealing and glazing in buildings, building areas (plazas, decks, pavements) and other structures
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