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Description

This Standard describes the methods of testing plastic. The scope of each part is as follows:

Part 1, Effect of temperature (methods 103A, 105D, 107B, 107C, 107D, 107E, 108A, 108B);
Part 2, Electrical properties (methods 207A, 207B, 207C);
Part 3, Mechanical properties (methods 306B, 306C, 308B, 310A, 310B, 310F);
Part 4, Analytical methods and viscosity in solution (methods 404A, 404B, 404C, 404D);
Part 5, Miscellaneous methods (methods 508A, 508E, 513A, 513B, 513C, 513D, 515A, 515B).
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