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Description

This standard provides methods for micrographic determination of the grain size of steel. Describes the determination of ferrite or
austenite grain sizes and the size of grains containing aggregate phases, e.g. pearlite. Methods for revealing the grain and for
estimating the mean size of the microstructural constituent.
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