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This standard provides a specification for welding procedure tests for arc welding of steels.
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BS 2971:1991

BS EN 288-3:1992 is cited by BS 2971:1991 Specification for class II arc welding of carbon steel pipework for carrying
fluids

BS 7777-2:1993

BS EN 288-3:1992 is cited by BS 7777-2:1993 Flat-bottomed, vertical, cylindrical storage tanks for low temperature
service. Specification for the design and construction of single, double and full containment metal tanks for the storage of
liquefied gas at temperatures down to -165

BS EN 12285-1:2003

BS EN 288-3:1992 is cited by BS EN 12285-1:2003 Workshop fabricated steel tanks - Horizontal cylindrical single skin
and double skin tanks for the underground storage of flammable and non-flammable water polluting liquids
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